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Experimental characterization of 20 Ah lithium-ion pouch cells with NMC/LMO blend cathode and parameterization of an equivalent circuit model 1

Figure 1: Results of the experimental characterization. Left: Comparison of the discharge capacity of the 18 cells. Right: Nyquist plot of the cell No. 5.
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Figure 2: Equivalent circuit model. Left: Structure of the model. Right: Validation plot with simulated and measured data.
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